
 
 

 

Figure 7. Effect of adsorbent dosage (a) and ionic strength (b) on the adsorption of Ni(II) and 

Cu(II) ions by Delonix regia pods and leaves. Experimental conditions: pH 4 and 5; contact 

time: 30min; metal ions concentration: 100 mg/L 
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